OIL, GAS -

N & CHEMICALS

Report No: M/0759/03 Sample Recd.Date: 21.05.03
Sample Description:  One (1) sample of PVC Compound Date Tested: 24.05.03
Company: Sunshine Engineering Service Private Limited Date Reported: 26.05.03
7 Fourth Chin Bee Road
Singapore 619700

ANALYSIS REPORT
Clear PVC Compound
On analysis, the following resutts were obtained:-

Test Method Results

Hexavalent Chromium (Cr*®), ppm wt EPA 3060A (UV) <20

Mercury (Hg), ppm wt Mercury Analyzer <05
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* l : Member af the SGS Group (Sociétd Générale de Surveillance)

All business Is carried out and reported in accordance with our General Conditions of Business {see avarieaf} unless otherwise agread in 8 writtan contract.






